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1
NITRIDE SEMICONDUCTOR DEVICE

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application is based upon and claims the benefit of
priority from the prior Japanese Patent Application No.2012-
069988, filed on Mar. 26, 2012; the entire contents of which
are incorporated herein by reference.

FIELD

Embodiments described herein relate generally to a nitride
semiconductor device.

BACKGROUND

In a semiconductor device, it is effective to use a material
having a high critical electric field in order to realize a high
breakdown voltage and a low on resistance. Since a nitride
semiconductor has a high intensity of the critical electric
field, the semiconductor device realizing the high breakdown
voltage and the low on resistance is achieved by using the
nitride semiconductor.

In the nitride semiconductor device, as a method of
increasing an avalanche capability, a method of connecting a
source electrode to a substrate, or alternatively a method
using a p-type GaN layer or using a layer structure in which a
two-dimensional hole gas is generated is employed.

BRIEF DESCRIPTION OF THE DRAWINGS

FIGS. 1A and 1B are schematic views illustrating a nitride
semiconductor device according to a first embodiment;

FIG. 2 is an enlarged cross-sectional view illustrating a
source electrode on the gate electrode side of the nitride
semiconductor device according to the first embodiment;

FIG. 3 is a graph describing a band structure of the nitride
semiconductor device according to the first embodiment;

FIG. 4 is a schematic cross-sectional view illustrating a
nitride semiconductor device according to a second embodi-
ment; and

FIG. 5 is a schematic cross-sectional view illustrating a
nitride semiconductor device according to a third embodi-
ment.

DETAILED DESCRIPTION

In general, according to one embodiment, a nitride semi-
conductor device includes substrate; semiconductor stacked
layers provided on the substrate and including a nitride semi-
conductor; a source electrode and a drain electrode provided
onthe semiconductor stacked layers and being in contact with
the semiconductor stacked layers; and a gate electrode pro-
vided on the semiconductor stacked layers and provided
between the source electrode and the drain electrode.

The semiconductor stacked layers have a first barrier layer,
a second barrier layer, and a carrier running layer interposed
between the first barrier layer and the second barrier layer.
The second barrier layer and the carrier running layer are
removed in a region in which the source electrode on the
semiconductor stacked layers is provided. A part of the source
electrode is in contact with the first barrier layer. And another
part of the source electrode other than the part of the source
electrode is in contact with the second barrier layer.
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Hereinafter, embodiments will be described with reference
to drawings. In the following description of the drawings, the
same or similar portions are denoted with the same or similar
symbols.

(First Embodiment)

FIGS. 1A and 1B are schematic views illustrating a nitride
semiconductor device according to a first embodiment, in
which FIG. 1A is a schematic plan view, and FIG. 1B is a
schematic cross-sectional view in an X-Y position of FIG.
1A.

The nitride semiconductor device 1 according to the first
embodiment shown in FIGS. 1A and 1B includes a founda-
tion layer (also referred to as a substrate, e.g., Si substrate 10),
a semiconductor stacked body (also referred to as semicon-
ductor stacked layers) 45 provided on the foundation layer
and including a nitride semiconductor, a source electrode 120
and a drain electrode 70 provided on the semiconductor
stacked body 45, and a gate electrode 80 provided on the
semiconductor stacked body 45 and provided between the
source electrode 120 and the drain electrode 70.

The semiconductor stacked body 45 has a first barrier layer
20, a second barrier layer 40, and a carrier running layer 30
interposed between the first barrier layer 20 and the second
barrier layer 40.

In a region 46 in which the source electrode 120 on the
semiconductor stacked body 45 is provided, the second bar-
rier layer 40 and the carrier running layer 30 are removed. A
part of the source electrode 120 is in contact with the first
barrier layer 20. Another part of the source electrode 120
other than the part of the source electrode 120 is in contact
with the second barrier layer 40.

The source electrode 120, the drain electrode 70, and the
gate electrode 80 have a stripe shape when viewed in a direc-
tion perpendicular to a main surface of the Si substrate 10.

In the nitride semiconductor device 1, a buffer layer 11 is
provided on the Si substrate 10. Since the buffer layer 11 is
provided, a mismatch strain caused by a difference between a
lattice constant of the Si substrate 10 and a lattice constant of
the nitride semiconductor layer on the buffer layer 11 is
relaxed.

In addition, the buffer layer 11 is required to have a break-
down voltage not less than a potential difference between the
Si substrate 10 and the electrode in addition to a function of
relaxing the lattice constant difference. In the buffer layer 11,
afilm thickness in proportion to the breakdown voltage of the
nitride semiconductor device 1 is necessary. For example,
when the nitride semiconductor device 1 has a breakdown
voltage of 600V, it is necessary for the buffer layer 11 to have
the appropriate film thickness of 5 um. The buffer layer 11
includes a superlattice of GaN/AlGaN on AIN.

The first barrier layer 20 including the Al,Ga, N layer is
provided on the buffer layer 11. The carrier running layer 30
including a GaN layer is provided on the first barrier layer 20.
The carrier running layer 30 is a non-doped layer. The second
barrier layer 40 including an Al;Ga,_;N layer (Y>X) is pro-
vided on the carrier running layer 30.

A film thickness of the first barrier layer 20 is, for example,
20 nm or more and 2 pm or less. When the film thickness of
the first barrier layer 20 is smaller than the film thickness
described above, electrons generated within the carrier run-
ning layer 30 may leak into the buffer layer 11. For this
reason, it is desired that the first barrier layer 20 have the film
thickness described above. A film thickness of the carrier
running layer 30 is, for example, 50 nm. A film thickness of
the second barrier layer 40 is 5 nm or more and 40 nm or less.

A two-dimensional electron system 30e is formed near an
interface between the carrier running layer 30 and the second
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barrier layer 40 within the carrier running layer 30 by polar-
ization caused the mismatch strain by the lattice constant
difference between the GaN layer (carrier running layer 30)
and the Al,Ga, ;N layer (second barrier layer 40). That is, a
channel of a transistor can be formed by the nitride semicon-
ductor device 1. In addition, a two-dimensional hole system
30/ is formed near an interface between the carrier running
layer 30 and the first barrier layer 20 within the carrier run-
ning layer 30. In the specification, electrons generated in the
two-dimensional electron system 30e may be referred to as a
two-dimensional electron gas (2DEG), and holes generated in
the two-dimensional hole system 30/ may be referred to as a
two-dimensional hole gas (2DHG).

A surface protection film (also referred to as a surface
passivation film) 50 including a SiN film is provided on the
second barrier layer 40. A gate insulating film 60 including at
least one selected from the group consisting of a SiN film, a
Si0, film, an Al,O; film, and various high-k (high dielectric)
films is provided on the surface protection film 50.

In the nitride semiconductor device 1, a part of the surface
protection film 50 and a gate insulating film 60 on the part of
the surface protection film 50 are removed. The drain elec-
trode 70 is provided in the removed position. The drain elec-
trode 70 is in contact with the second barrier layer 40. The
drain electrode 70 is electrically in ohmic contact with the
two-dimensional electron system 30e.

In the nitride semiconductor device 1, a part of the surface
protection film 50 in a region separate from the region in
which the drain electrode 70 is removed, and a part of the
carrier running layer 30 and the second barrier layer 40 below
the part of the surface protection film 50 are removed. The
gate insulating film 60 is provided in the removed portion.
That is, the gate insulating film 60 is formed to protrude
toward the carrier running layer 30 from the interface position
between the carrier running layer 30 and the second barrier
layer 40. The gate electrode 80 is provided on the gate insu-
lating film 60.

In the nitride semiconductor device 1, in addition to the
drain electrode 70 and the gate electrode 80, the source elec-
trode 120 is provided. The second barrier layer 40, the carrier
running layer 30, and a part of the surface of the first barrier
layer 20 are removed in the position in which the source
electrode 120 is provided. The source electrode 120 includes
afirst source electrode 100 and a second source electrode 110.
At least a part of the first source electrode 100 is in contact
with the first barrier layer 20, and at least a part of the second
source electrode 110 is in contact with the second barrier
layer 40. The first source electrode 100 is an electrode to
p-type semiconductor, and the second source electrode 110 is
an electrode to n-type semiconductor.

The source electrode 120 is in ohmic contact with the
two-dimensional electron system 30e at the portion of the
source electrode in contact with the second barrier layer 40.
The source electrode 120 is in ohmic contact with the two-
dimensional hole system 30/ by virtue of the portion of the
source electrode in contact with the first barrier layer 20.

FIG. 2 is an enlarged cross-sectional view illustrating a
source electrode on the gate electrode side of the nitride
semiconductor device according to the first embodiment.

In the nitride semiconductor device 1, by removing the
second barrier layer 40 and the carrier running layer 30 and
burying the first source electrode 100, the first source elec-
trode 100 and the two-dimensional hole system 30/ are in
ohmic contact with each other. In addition, the second source
electrode 110 is in ohmic contact with the two-dimensional
electron system 30e through the second barrier layer 40. L1,
L2, and W1 of FIG. 2 will be described later.
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FIG. 3 is a graph describing a band structure of the nitride
semiconductor device according to the first embodiment.

FIG. 3 is a band structure of the nitride semiconductor
device 1 in a vertical direction by virtue of calculation. That
is, a horizontal axis of FIG. 3 shows the depth from the second
barrier layer 40 toward the first barrier layer 20, and a vertical
axis thereof shows the energy. The range of each of the second
barrier layer 40, the carrier running layer 30, and the first
barrier layer 20 in a direction parallel to the horizontal axis of
FIG. 2 is shown.

As shown in FIG. 3, the two-dimensional electron system
30e is formed near the interface between the carrier running
layer 30 and the second barrier layer 40 within the carrier
running layer 30 by polarization caused the mismatch strain
by the lattice constant difference between the GaN layer and
the Al,Ga,_,N layer. In addition, a position having the lowest
energy of the positive holes (holes) occurs near the interface
between the carrier running layer 30 and the first barrier layer
20 within the carrier running layer 30 by the polarization of
the first barrier layer 20 and the carrier running layer 30.
Accordingly, when the holes are generated, the two-dimen-
sional hole system 30/ is formed near the interface between
the carrier running layer 30 and the first barrier layer 20
within the carrier running layer 30.

As described above, in the nitride semiconductor device 1,
itis possible to generate the two-dimensional electron system
30e and the two-dimensional hole system 30/ within the
non-doped carrier running layer 30 at the same time. Accord-
ingly, in the nitride semiconductor device 1, when the ava-
lanche breakdown occurs just before the breakdown voltage
limit by applying a high voltage between the source and drain
electrodes, the electrons are injected into the two-dimen-
sional electron system 30e, and the holes are injected into the
two-dimensional hole system 304.

The electrons are moved toward the drain electrode 70 of
which the potential is higher, and are absorbed by the drain
electrode 70 in ohmic contact with the two-dimensional elec-
tron system 30e. In addition, the holes are moved toward the
source electrode 120 of which the potential is lower, and are
absorbed by the source electrode 120 in ohmic contact with
the two-dimensional hole system 30/. Accordingly, since the
electrons and the holes generated by the avalanche break-
down within the carrier running layer 30 are absorbed by the
two-dimensional electron system 30e and the two-dimen-
sional hole system 30/ within the same layer, the carriers can
be effectively discharged from the carrier running layer 30.

In addition, in the nitride semiconductor device 1 in which
the two-dimensional electron system 30e and the two-dimen-
sional hole system 30/ can be generated within the non-
doped carrier running layer 30 at the same time, the mobility
of the two-dimensional electron system 30e and the mobility
of'the two-dimensional hole system 30/ become high. There-
fore, it is possible to effectively absorb the electrons and the
holes generated by the avalanche breakdown in the nitride
semiconductor device 1. As a result, the nitride semiconduc-
tor device having the high avalanche capability can be real-
ized.

In addition, in the nitride semiconductor device 1, it is
notable that a material of the first source electrode 100 in
contact with the first barrier layer 20 and in ohmic contact
with the two-dimensional hole system 30/ be made to be
different from a material of the second source electrode 110 in
contact with the second barrier layer 40 and in ohmic contact
with the two-dimensional electron system 30e. That is, the
kind of material of the first source electrode 100 is different
from the kind of material of the second source electrode 110.
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For example, a material including any of Ni, Pt, and Pd is
used for the first source electrode 100. This enables the con-
tact resistance between the first source electrode 100 and the
two-dimensional hole system 30/ to be decreased. A material
including any of Ti and Al is used for the second source
electrode 110. This enables the contact resistance between the
second source electrode 110 and the two-dimensional elec-
tron system 30e to be decreased. As a result, it is possible to
realize the low on resistance using the two-dimensional elec-
tron system 30e when the nitride semiconductor device 1 is an
on state and to more effectively draw out holes from the
source electrode 120 using the two-dimensional hole system
30/ when the avalanche breakdown occurs.

In addition, the second source electrode 110 may be
formed of the same material as the drain electrode 70. It is
possible to readily fabricate the second source electrode 110
and the drain electrode 70 by using the same material.

In the nitride semiconductor device 1, the two-dimensional
hole system 30/ may be generated only when the avalanche
breakdown occurs. Accordingly, it is notable that the energy
of the valence band be lower than the Fermi energy showing
zero energy in the interface between the first barrier layer 20
and the carrier running layer 30 as shown in FIG. 3. In addi-
tion, in order to decrease the on-resistance, it is notable that
the carrier concentration of the two-dimensional electron sys-
tem 30e be high. Accordingly, it is notable that the polariza-
tion generated on the side of the second barrier layer 40 be
higher than the polarization generated on the side of the first
barrier layer 20 within the carrier running layer 30.

Accordingly, when the nitride semiconductor device is
configured by GaN and AlGaN, it is notable that Al,Ga, N
is used for the first barrier layer 20, GaN is used for the carrier
running layer 30, and the Al,Ga, ;N layer (Y>X) is used for
the second barrier layer 40. For example, the AlGaN layer
having the Al composition ratio of which X is 0.1 or less is
used for the first barrier layer 20, and the AlGaN layer of
whichY is 0.2 or more is used for the second barrier layer 40.
In addition, since the nitride semiconductor layer can be
formed of the film having the highest quality by configuring
the nitride semiconductor layer with GaN and AlGaN, it is
possible to decrease the on-resistance.

In addition, the semiconductor layer may not be necessar-
ily formed of GaN and AlGaN, and may be formed, for
example, of an InAIN layer or a mixture of the InAIN.

In addition, in the nitride semiconductor device 1, it is
notable that the film thickness of the carrier running layer 30
is 100 nm or less. The holes generated in the carrier running
layer 30 by the avalanche breakdown are absorbed by the
two-dimensional hole system 30/ within the same carrier
running layer 30. In the nitride semiconductor device 1, since
the generation position and the absorption position are within
the same layer, it is possible to effectively discharge the holes
from the carrier running layer 30. When the film thickness of
the carrier running layer 30 exceeds 100 nm and the genera-
tion position and the absorption position are separated, the
effect of discharging the holes is decreased. Therefore, it is
notable that the film thickness of the carrier running layer 30
be 100 nm or less.

In addition, the first barrier layer 20 acts to hold up the
entire band structure as shown in FIG. 3 by virtue of the
polarization. In the nitride semiconductor device 1, an effect
of'increasing a threshold voltage is obtained by removing the
second barrier layer 40 corresponding to a portion of the gate
electrode 80 and forming the gate insulating film 60 and the
gate electrode 80 in the removed portion. Since the effect of
increasing the threshold voltage is also decreased when the
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carrier running layer 30 exceeds 100 nm, it is notable that the
film thickness of the carrier running layer 30 be 100 nm or
less.

In this manner, in the nitride semiconductor device 1, by
causing the carrier running layer 30 to be 100 nm or less, the
nitride semiconductor device of which the threshold voltage
is enhanced and the avalanche capability is high is realized. In
addition, by enhancing the threshold voltage, the nitride
semiconductor device that is a normally-off-type and has a
high avalanche capability is realized.

In addition, in the nitride semiconductor device 1, an
acceptor such as Mg or C can be introduced to the first barrier
layer 20, and the first barrier layer 20 can be made to be a
p-type. In this case, it is possible to increase a hole concen-
tration of the two-dimensional hole system 30/. As a result, it
is possible to further increase the avalanche capability.

However, it is difficult to activate Mg or C, and it may be
concerned that the acceptor or the like may be diffused into
the carrier running layer 30. Accordingly, since the first bar-
rier layer 20 is a non-doped layer and the two-dimensional
hole system 30% has a high mobility in the first embodiment,
the avalanche capability is made to be high by causing a
bottom portion of the source electrode 120 to be in contact
with the non-doped first barrier layer 20.

In addition, as shown in FIG. 2, a depth L2 from the surface
of the second barrier layer 40, in the region of which the
second barrier layer 40 and the carrier running layer 30 are
removed to expose the first barrier layer 20, to the surface of
the first barrier layer 20 is shorter than a thickness [.1 of the
source electrode.

In other words, the length equal to the sum of the film
thickness of the first source electrode 100 and the film thick-
ness of the second source electrode 110 is L1, and the length
L1 is longer than the depth .2 of which the second barrier
layer 40, the carrier running layer 30, and the part of the
surface of the first barrier layer 20 are removed.

In addition, the thickness of the source electrode 120 of the
region on the second barrier layer 40, that is, a length equal to
the sum of the film thickness of the first source electrode 100
and the film thickness of the second source electrode 110 is
longer than the length L.2. Therefore, the disconnection of the
source electrode can be suppressed even if the thickness [.1 of
the source electrode 120 in the region on the first barrier layer
20 is made to be equal to the thickness of the source electrode
120 in the region on the second barrier layer 40, and the
nitride semiconductor device having a high avalanche capa-
bility can be readily fabricated by a simple method.

In this manner, even when the step occurs in the source
electrode 120, it is difficult to cause the so-called disconnec-
tion in the stepped portion. As a result, the source electrode
120 can be in ochmic contact with the two-dimensional elec-
tron system 30e and the two-dimensional hole system 30/ at
the same time, and the nitride semiconductor device having a
high avalanche capability can be readily fabricated.

For example, the film thickness of the carrier running layer
30 is 50 nm, the film thickness of the second barrier layer 40
is 30 nm, L.2 is 100 nm, and L1 of the source electrode 120 is
200 nm.

Inaddition, the length (width) W1 in the boundary in which
a part of the source electrode 120 and the first barrier layer 20
are in contact with each other in a direction from the source
electrode 120 toward the drain electrode 70 is longer than [.2.
By causing the depth L2 to be smaller than the width W1 in
which the bottom portion 1005 of the first source electrode
100 is in contact with the first barrier layer 20, it is possible to
readily bury the first source electrode 100. The first source
electrode can be in ohmic contact with the two-dimensional
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electron system 12 and the two-dimensional hole system 13 at
the same time, and the nitride semiconductor device having a
high avalanche capability can be readily fabricated.

For example, the film thickness of the carrier running layer
30 is 50 nm, the film thickness of the second barrier layer 40
is 30 nm, L2 is 100 nm, and the width W1 of the bottom
portion 1005 of the first source electrode 100 is 2 pm.

(Second Embodiment)

FIG. 4 is a schematic cross-sectional view illustrating a
nitride semiconductor device according to a second embodi-
ment.

A nitride semiconductor device 2 according to the second
embodiment differs from the nitride semiconductor device 1
according to the first embodiment in that a source electrode
120 is formed of one kind of material. In other words, the kind
of material of a first source electrode 100 and a kind of
material of the second source electrode 110 are the same as
each other. By causing the kind of material of the source
electrode 120 to be one kind, it is possible to more readily
fabricate the source electrode 120.

(Third Embodiment)

FIG. 5 is a schematic cross-sectional view illustrating a
nitride semiconductor device according to a third embodi-
ment.

A nitride semiconductor device 3 according to the third
embodiment differs from the nitride semiconductor device 1
according to the first embodiment in that a second barrier
layer 20 and a carrier running layer 30 are not removed in the
gate portion.

In this manner, the gate structure is not particularly limited
in the embodiment. For example, the gate structure may be a
recessed structure or may not be a recessed structure. In
addition, the gate structure may be an MIS structure having a
gate insulating film 60, a schottky gate structure schottky-
connected with a semiconductor layer, or the gate structure
may be a junction gate having a p-type layer and an n-type
layer. In addition, a surface protection film 50 may be omit-
ted.

The “nitride semiconductor” in the specification includes
semiconductors having all compositions in which each of the
composition ratios X, y, and z within the range in the chemical
formulaof B,In Al Ga,_,_, N (O=x=l,O=<y=l, O=z=l, x+y+
z=1) is changed. In addition, in the above chemical formula,
the composition further including group V elements other
than N (nitrogen), the composition further including various
elements added to control various physical properties such as
a conductivity type, and the composition further including
various elements that are included unintentionally are also
included in the “nitride semiconductor.”

The embodiments have been described above with refer-
ence to examples. However, the embodiments are not limited
to these examples. More specifically, these examples can be
suitably modified in design by those skilled in the art. Such
modifications are also encompassed within the scope of the
embodiments as long as they include the features of the
embodiments. The components included in the above
examples and their layout, material, condition, shape, size
and the like are not limited to those illustrated, but can be
suitably modified.

Furthermore, the components included in the above
embodiments can be combined as long as technically fea-
sible. Such combinations are also encompassed within the
scope of the embodiments as long as they include the features
of the embodiments. In addition, those skilled in the art can
conceive various modifications and variations within the
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spirit of the embodiments. It is understood that such modifi-
cations and variations are also encompassed within the scope
of the embodiments.

While certain embodiments have been described, these
embodiments have been presented by way of example only,
and are not intended to limit the scope of the inventions.
Indeed, the novel embodiments described herein may be
embodied in a variety of other forms; furthermore, various
omissions, substitutions and changes in the form of the
embodiments described herein may be made without depart-
ing from the spirit of the inventions. The accompanying
claims and their equivalents are intended to cover such forms
or modifications as would fall within the scope and spirit of
the invention.

What is claimed is:

1. A nitride semiconductor device comprising:

a substrate;

semiconductor stacked layers disposed on the substrate,
comprising a nitride semiconductor;

a source electrode and a drain electrode disposed on the
semiconductor stacked layers and in contact with the
semiconductor stacked layers; and

a gate electrode disposed on the semiconductor stacked
layers and between the source electrode and the drain
electrode,

wherein:

the semiconductor stacked layers comprise a first barrier
layer, a second barrier layer, and a carrier running layer
interposed between the first barrier layer and the second
barrier layer;

the second barrier layer and the carrier running layer are
absent in a region in which the source electrode on the
semiconductor stacked layers is disposed;

the source electrode comprises a first source electrode and
a second source electrode, wherein the first source elec-
trode has a different composition from the second source
electrode; and

the first source electrode is in contact with the first barrier
layer, and the second source electrode is in contact with
the second barrier layer.

2. The device according to claim 1, wherein the source
electrode is in ohmic contact with a two-dimensional hole
system formed near an interface between the carrier running
layer and the first barrier layer within the carrier running layer
in a portion in contact with the first barrier layer.

3. The device according to claim 1, wherein the source
electrode is in ohmic contact with a two-dimensional electron
system formed near an interface between the carrier running
layer and the first barrier layer within the carrier running layer
in a portion in contact with the second barrier layer.

4. The device according to claim 1, wherein the first source
electrode is in ohmic contact with a two-dimensional hole
system formed near an interface between the carrier running
layer and the first barrier layer within the carrier running
layer.

5. The device according to claim 1, wherein the second
source electrode is in ohmic contact with a two-dimensional
electron system formed near an interface between the carrier
running layer and the second barrier layer within the carrier
running layer.

6. The device according to claim 1, wherein the first source
electrode comprises at least one element selected from the
group consisting of Ni, Pt, and Pd.

7. The device according to claim 1, wherein the second
source electrode comprises at least one element selected from
the group consisting of Ti and Al.
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8. The device according to claim 1, wherein

the carrier running layer comprises GaN,

the first barrier layer comprises Al Ga, N where 0 <X <1,

and

the second barrier layer comprises Al Ga, yN where 0 <Y

<l,andY >X.

9. The device according to claim 8, wherein X is 0.1 or less.

10. The device according to claim 8, wherein Y is 0.2 or
more.

11. The device according to claim 1, wherein the first
barrier layer comprises at least one acceptor selected from the
group consisting of Mg and C.

12. The device according to claim 1, wherein a film thick-
ness of the carrier running layer is 100 nm or less.

13. The device according to claim 1, wherein a film thick-
ness of the first barrier layer is 20 nm to 2 pm.

14. The device according to claim 1, wherein the first
barrier layer is a non-doped layer and a bottom portion of the
source electrode is in contact with the first barrier layer.

15. The device according to claim 1, wherein a depth from
a surface of the second barrier layer to a surface of the first

10
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barrier layer in a region in which the second barrier layer and
the carrier running layer are removed to expose the surface of
the first barrier layer is shorter than a thickness of the source
electrode.

16. The device according to claim 1, wherein a length in a
direction toward the drain electrode from the source electrode
in a boundary in which a part of the source electrode and the
first barrier layer are in contact with each other is longer than
a depth from a surface of the second barrier layer to a surface
of'the first barrier layer in a region in which the second barrier
layer and the carrier running layer are removed to expose the
surface of the first barrier layer.

17. The device according to claim 1, wherein a thickness of
the source electrode disposed on the second barrier layer is
greater than a depth from a surface of the second barrier layer
to a surface of the first barrier layer in a region in which the
second barrier layer and the carrier running layer are removed
to expose the surface of the first barrier layer.

#* #* #* #* #*



